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5|3R58E 50mm/min 83 MPa DIN EN ISO 527-2 (1) For tensile test: specimen
> . t 1b
5| SRR Tmm/min 3500 MPa DIN EN ISO 527-2 1) ()g))?:or flexural test: support
N : . span 64mm, norm specimen.
5 | RFEHIRGRE 50mm/min 80 MPa DIN EN 10 527-2 (3) Specimen 10x10x10mm
2 |BERRR RS 50mm/min 4 % DIN EN ISO 527-2 (4) Specimen 10x10x50mm,
modulus range between 0.5
5 | RAG M e RS 50mm/min 40 % DIN EN ISO 527-2 and 1% compression.
B AR 2mmimin, 10 N 109 MPa DINEN IS0 178 2 e
Hi R R 2mm/min, 10 N 3200 MPa DIN EN ISO 178 n.b. = not broken
EfERRE 1% 1 2% 1 5% 19/36/83 MPa EN ISO 604 3)
5mm/min, 10N
EfEREME SR 5mm/min, 10 N 2900 MPa EN ISO 604 4)
>y LY —ERRE max. 7,5J n.b. kd/m? DINENISO 179-1eU  5)
JyFRE vl —EEBE  max.7,5) 4 kJim? DIN EN ISO 179-1eA
S aTRE D 83 DIN EN ISO 868
BF1E FERAF & Hi s P24
1o RE&E#B R 40 °C DIN EN ISO 11357 1) (1) Found in public sources.
by v 2) Found in public sources.
B 215 c DIN EN 1SG 11357 Indiidualtosing regarding
BEERE short term 170 °c 2) ?npapr:g:ttcl)?';wndmons is
EREE long term 100 °C
IR ARIRE(CLTE) 23-60°C, long. 12 10° K1 DIN EN ISO 11359-1;2
IR ARIZE(CLTE) 23-100°C, long. 12 10°K-! DIN EN ISO 11359-1;2
tezh 1.7 JI(G*K) 1SO 22007-4:2008
BrER 0.38 W/(K*m)  1SO 22007-4:2008
EarE FERMF 1 /i3 R =274
REER 10" Q DIN IEC 60093
RIS 1014 Q*cm DIN IEC 60093
EDUDEIFIE BERMAF & /i3 % =2 4
M7k == 24h / 96h (23°C) 0.2/04 % DIN EN ISO 62 1) (1) @ ca. 50mm, h=13mm
(2) (+) limited resistance
KT - W7ILAVME (+) - 2) (3) - poor resistance
FHE _ (4) Corresponding means no
it - 3 listing at UL (yellow card). The
SER%(UL94) corresponding to HB DIN IEC 60695-11-10;  4) information might be taken
from resin, stock shape or
estimation. Individual testing
regarding application
conditions is mandatory.
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